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Link http://www.aist.go.jp/aist_e/aist_today/2001_02/2001_02_p34.pdf

Name of RM: CRM 5201-a

Description GaAs/AlAs-Superlattice; calibration of depth resolution

Provider No 12

Type_of_RefMat: CRM

Category 2 Film Thickness

Category 3

Category 4

Category 5

MeanValue 23

MeanValue

MeanValue

MeanValue

MeanValue

Uncertainty 3

Uncertainty

Uncertainty

Uncertainty

Uncertainty

Calibration of AES

Calibration of ESCA

Calibration of SIMS

Calibration of ToF-SIMS

Calibration of 

Characterised by TEM

Characterised by

Characterised by

Characterised by

Characterised by

Category 1 Depth profiling resolutio

Film Thickness nm

2 Provider

nm

Certified Qantities

Included in
COMAR Database:
Green 1 --> YES

Blue 0 --> NO

0

RefMat No 32

Provider No 12

Provider AIST (Nat.Inst. of Advanced Industrial Science & Technology); NIMC (Nati

Contact Person

Email webmaster@aist.go.jp

Phone

Country Japan

City Tsukuba, Ibaraki

City Code 305-8565

Street + No 1-1-1 Higashi

Web address http://www.aist.go.jp/index_en.html

 


