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Name of RM: GBW 12010

Description Polystyrene particle size standard

Provider No 19

Type_of_RefMat: RM

Category 2

Category 3

Category 4

Category 5

MeanValue 352

MeanValue

MeanValue

MeanValue

MeanValue

Uncertainty 13
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Uncertainty

Uncertainty

Calibration of 
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Calibration of 

Calibration of 

Characterised by

Characterised by

Characterised by

Characterised by

Characterised by

Category 1 Nano Objects / Nanopart

sphere diameter nm

nm

nm

nm

nm

2 Provider

nm

Certified Qantities

Included in
COMAR Database:
Green 1 --> YES

Blue 0 --> NO

0

RefMat No 66

Provider No 19

Provider AQSIQ - General Administration of Quality Supervision Inspection and Qu

Contact Person

Email

Phone

Country People's Republic of China

City Beijing

City Code 100088

Street + No No. 9, Madian East Road

Web address http://english.aqsiq.gov.cn/

 


